
TEST REPORT
No.   : GZMR240802236301
Date : Aug 16, 2024
Page: 1 of  6

CUSTOMER NAME:  DONGGUAN DINGXING INDUSTRY CO., LTD

ADDRESS:  NO.13, QIAOFENG ROAD , QISHI TOWN , DONGGUAN CITY, 

GUANGDONG PROVINCE

Sample Name : 3G SILICONE DESICCANT

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

*************
SGS Ref. No. : GZP24-025738

Date of Receipt : Aug 01, 2024

Testing Start Date : Aug 01, 2024

Testing End Date : Aug 16, 2024

Test result(s) : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou Branch

Cathy Peng
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion 

1
Temperature and Humidity 

Test
Provided by client See result  / 

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

/ : Not Apply to the judgment.
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Test Item: Temperature and Humidity Test

Sample Description: Finished product

Test Method: Provided by client

Test Condition: 

Condition 1: 25℃，20%RH，72h

Condition 2: 25℃，50%RH，72h

Condition 3: 25℃，70%RH，72h

Lab Environmental Condition: (23±2)℃，(50±5)%RH

Test Result:

Condition 1:

Specimen 

No.
Gross weight (g)

Packing weight(g)

(Provided by the 

client)

Gross weight  

after test(g)

Absorption 

(%)
Appearance

1 3.0080 0.51 3.2491 9.7 No leakage

Condition 2:

Specimen 

No.
Gross weight (g)

Packing weight(g)

(Provided by the 

client)

Gross weight  

after test(g)

Absorption 

(%)
Appearance

1 2.9749 0.51 3.4691 20.0 No leakage

Condition 3:

Specimen 

No.
Gross weight (g)

Packing weight(g)

(Provided by the 

client)

Gross weight  

after test(g)

Absorption 

(%)
Appearance

1 3.1861 0.51 4.0565 32.5 No leakage
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Note：

1. Absorption, %= (Weight after test - Weight before test)/ Weight before test×100

2. Since the packing weight is provided by the client, the relevant results of this report are only made 

for these data, SGS is not responsible for the authenticity, integrity of these data and the validity of 

results.

Test Photo:

Original Sample-Sample A

Before Test-Sample A-Condition 1 After Test-Sample A-Condition 1
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Before Test-Sample A-Condition 2 After Test-Sample A-Condition 2

Before Test-Sample A-Condition 3 After Test-Sample A-Condition 3
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Equipment Information: 

Equipment Model Equipment No. Calibration date
Next Calibration 

date

 High/Low 

Temperature Cyclic 

and Damp Heat 

Chamber

MHU-1000AJ GZMR-RL-E067 2024-03-05 2025-03-04

Electron Balance XPE404S GZMR-PL-E004-07 2024-07-11 2025-07-10

 High/Low 

Temperature Cyclic 

and Damp Heat 

Chamber

DY340 GZMR-RL-E057 2023-11-22 2024-11-21

 
******** End of report********




